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Backward Phase-Matched Second-Harmonic Generation from Stacked Metasurfaces
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We demonstrate phase-matched second-harmonic generation (SHG) from three-dimensional metama-
terials consisting of stacked metasurfaces. To achieve phase matching, we utilize a novel mechanism based
on phase engineering of the metasurfaces at the interacting wavelengths, facilitating phase-matched SHG in
the unconventional backward direction. Stacking up to five metasurfaces,we obtain a phase-matched SHG
signal, which scales superlinearly with the number of layers. Our results motivate further investigations to
achieve higher conversion efficiencies also with more complex wave fronts.
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Optical metamaterials and metasurfaces are artificial
structures consisting of subwavelength building blocks,
known as meta-atoms, and are associated with optical
properties not found in nature [1]. These properties include
magnetism at optical frequencies, strong optical activity,
negative index of refraction, and epsilon-near-zero behav-
ior [2-4]. In addition, recent work on phase-engineered
metasurfaces has demonstrated the interesting possibilities
to realize flat optical components, such as lenses, holo-
graphic components, and polarizers [5-11].

In addition to the linear optical properties of metamate-
rials, their nonlinear optical responses are also becoming
important. Several technologically relevant photonic
applications rely on the nonlinear responses of materials,
including second-harmonic generation (SHG), photon-pair
generation, all-optical switching, frequency combs, and
supercontinuum generation [12—15]. The challenging part
in these nonlinear applications is the fact that nonlinear
optical processes in materials are intrinsically weak. Because
of this fact, nonlinear processes in conventional materials,
such as crystals, rely on the concept of phase matching. In
phase-matched materials and without losses, the generated
nonlinear signal scales quadratically on the propagation
length, resulting in practical conversion efficiencies with
sufficiently long materials [see Fig. 1(a)] [16,17].

For homogeneous materials and forward SHG signals,
phase matching can be achieved if the refractive indices at
the fundamental and second-harmonic frequencies are
equal. However, this requirement is a significant limitation
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because of refractive-index dispersion, which can be over-
come by the concept of quasi-phase-matching, i.e., by
structuring the material in such a way that the sign of the
nonlinear susceptibility is periodically reversed [18].
In principle, quasi-phase-matching is a very general con-
cept that allows any nonlinear signal to be optimized.
Unfortunately, quasi-phase-matching and other traditional
phase-matching schemes seem unfeasible for miniaturiza-
tion of optical devices. Additionally, these techniques
are restricted in terms of, e.g., polarization and the spatial
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FIG. 1. (a) For traditional nonlinear materials, achieving phase

matching and strong nonlinear responses is very restricted in
terms of, e.g., the selected material and the polarization of the
interacting fields. (b) Nonlinear optical processes can be phase
matched with metamaterials that induce arbitrary phase changes
in the interacting fields.
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profiles of the interacting waves. These limitations motivate
the ongoing development of efficient and less restricted
nanoscale devices.

Utilization of metal nanoantennas has recently emerged
as a promising route toward more efficient nonlinear
metamaterials [19,20]. Metal nanoantennas support collec-
tive oscillations of conduction electrons, known as localized
surface plasmons. Under resonant conditions, these oscil-
lations give rise to localized surface plasmon resonances
(LSPRs), which can considerably enhance the local field
near the particles [21]. Because nonlinear processes scale
with high powers of the local field, the plasmon-assisted
field enhancement can result in a dramatic increase in the
otherwise weak nonlinear response. Consequently, numer-
ous investigations have been carried out during the past
decade in order to understand the nonlinear response of
plasmonic nanoantennas [22-26]. So far, work on nonlinear
metamaterials has focused on single planar metasurfaces
limiting the achieved efficiencies. A viable route to improve
the efficiencies, which was explored numerically before
[27], would be to stack several metasurfaces on top of each
other, giving rise to phase-matching issues. In addition, such
nonlinear metamaterials could provide novel capabilities to
conventional phase-matching techniques relying on the
intrinsic material dispersion. Particularly, the use of meta-
materials could allow one to design phase-matched devices
exhibiting arbitrary transverse phase profiles, therefore
providing interesting possibilities to fabricate nonlinear
metalenses and holography [see Fig. 1(b)] [28,29].

We demonstrate how such nonlinear phase-matched
metamaterials can be fabricated by stacking metasurfaces
into three-dimensional (3D) structures and show how the
approach can considerably improve the performance of
existing nonlinear metasurfaces. Our approach utilizes both
local-field enhancement and phase engineering of LSPRs.
The latter provides more freedom to phase match nonlinear
processes than what is possible using conventional non-
linear materials [see Fig. 1(b)]. We demonstrate both
capabilities by fabricating metamaterial devices consisting
of up to five layers of metasurfaces that are phase matched
to emit SHG in the backward direction. We demonstrate
superlinear dependence of the emitted SHG signals on the
number of stacked metasurfaces, which is only possible via
phase matching.

For conventional materials and SHG, the phase changes
are associated with the propagation of the fundamental and
second-harmonic fields through the material. Phase match-
ing in such materials is connected to wave vector mismatch
Ak, which vanishes for perfectly phase-matched processes.
With Ak, we can define the phase-matching condition,
e.g., for backpropagating SHG as Ak = 2k, + k,,, = 0,
where k, = n,w/c and k,, = n,,2w/c are the wave
vector amplitudes at the fundamental (w) and SHG (2w)
frequencies, respectively [16]. With conventional nonlinear
materials, this condition cannot be fulfilled, but it can be
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FIG. 2. (a) Backward phase-matched SHG emission from
metamaterials consisting of N stacked layers. The phase-
matching condition is fulfilled by controlling the phase accu-
mulation for both incident light (red arrows) and SHG light (blue
arrows). The terms ¢,, and ¢,,, correspond to phase accumulation
due to propagation. The LSPRs of metal nanoantennas enhance
the local fields at (b) fundamental frequency E,, and (c) second-
harmonic (SH) frequency E,,, and also induce the phase changes
associated with LSPRs 6, and d,,,, respectively.

compensated by fabricating periodic quasi-phase-matched
crystals [16,30,31]. It is also possible to utilize zero-index
materials to realize structures that have relaxed phase-
matching requirements [32].

By using resonant metamaterials, we can extend this
phase-matching condition by taking into account the phase
changes 6, and o,, that occur in a metamaterial due to
coherent scattering of light from the constituent nanoanten-
nas at the fundamental and SHG frequencies, respectively.
Because these terms are dictated by the optical response of
the nanoantennas, namely, by their LSPRs [7], the extended
phase-matching condition becomes solvable by metamate-
rial design. In order to demonstrate this capability, we
designed and fabricated metamaterial devices where the
backward SHG emission is phase matched [see Fig. 2(a)].

The designed metamaterial devices consisted of a num-
ber N of identical metasurfaces that were separated by
identical spacer layers of thickness /. For such devices, the
total amplitude of the emitted SH field is described by (see
the Supplemental Material [33] for details)

2

N
SHG o | Y T(w)'T(2w)’ e/ 4D E@)| . (1)
J=1

where ;(Eﬁg) is the relevant component of the SHG suscep-

tibility tensor of a single metasurface, and 7(w) and
T(2w) are the transmittances of a single metasurface at
the fundamental and SH frequencies, respectively. For
phase-matched SH emission, the wave vector mismatch
Ak must therefore be an integer of 2z,

Ak = 2((/)(0 + 50}) + ¢20 + 52a) = 2mm, (2)

where m is an integer and terms ¢,,, = k,,,h and ¢, = k,h

w

arise from the propagation of the fields. Estimating the
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FIG. 3. (a) Investigated devices were composed of up to N
metasurfaces stacked on top of each other, separated by
h = 225-nm-thick spacer layers. Each of the metasurfaces con-
sisted of a square array of 20-nm-thick V-shaped gold nano-
antennas. (b) Representative scanning electron micrograph of one
fabricated device (L190-3). (c) Oblique scanning electron micro-
graph obtained after successive etching with a focused ion beam,
illustrating the stacked nature of the investigated metamaterial
devices.

phase terms 6, and 8,,,, which correspond to nanoparticles
scattering phase retardation at @ and 2w for the particles of
interest, Eq. (2) allows us to solve for the spacer thickness
h. The transmittance, phase, and susceptibility terms of
Egs. (1) and (2) were estimated from the measured trans-
mission spectra of our devices (see the Supplemental
Material [33] for details).

Our metamaterials consisted of a varying number N
metasurfaces composed of V-shaped gold nanoantennas
with arm lengths of L = 190 nm (L190-N), arm widths of
w = 100 nm, and thicknesses of d = 20 nm. These nano-
structures were arranged into square lattices with a lattice
constant of p = 1000 nm [Fig. 3(a)]. This lattice configu-
ration was chosen because it has been earlier found to emit
SHG strongly [34]. However, we note that the configura-
tion is not yet optimized in terms of overall conversion
efficiency, because the strongest SHG emission from such

arrays may not occur in the normal direction [35]. Note also
that, due to the configuration, other nonlinear diffractive
channels exist, but they do not fulfill the phase-matching
condition. Interesting new possibilities to realize multi-
beam phase-matching processes can be envisioned in the
context of multiplexed nonlinear metasurface stacks.

The above parameters were calculated to give rise to
LSPRs centered near 1060 nm. According to Eq. (2), for
m = 0 the phase-matching condition was fulfilled close to
the LSPR wavelength by choosing the layer thickness of
h =225 nm. Specifically, the phase-matching condition
for devices L190-N was fulfilled for linear input polari-
zation orthogonal to the symmetry axis of the V particles
(x axis) [Fig. 3(b)]. Because of the symmetry properties of
the samples, the generated SHG emission is polarized along
the symmetry axis (y axis).

The devices were fabricated using standard electron
beam lithography on a cleaned SiO, substrate through a
sequence of steps repeated N times (see the Supplemental
Material [33] for further details) [36]. Representative
scanning electron micrographs of one realized metamaterial
device (L190-3) are shown in Figs. 3(b) and 3(c).

The SHG responses of the devices were characterized
using a setup described in detail elsewhere [34]. Briefly, a
femtosecond laser oscillator (Chameleon Vision II, Ti:
sapphire, 80 MHz) combined with an optical parametric
oscillator (Chameleon Compact, 1000—1300 nm) was used
as the pump, while the backward-emitted SHG signals were
measured using a power-calibrated photomultiplier tube.
See Supplemental Material [33] for a more detailed
description of the setup. Here, we limited our input mean
power to 10 mW in order to avoid possible sample damage.
The SHG responses of the fabricated metamaterial
devices consisting of varying number of metasurfaces
(N =1,2,...,5) were measured as a function of the pump
wavelength (see Fig. 4).

The predicted SH emission spectra from the devices
[Fig. 4(a)] show a clear increase of the average SHG power
near the phase-matching wavelength of 1135 nm when the
number of metasurfaces N grows. This behavior is also
observed in the measured backward-emitted SHG signals
[Fig. 4(b)]. The strongest SHG signal for the device
composed of five metasurfaces (L190-5) corresponded to
SHG power of 20 fW and occurred at the wavelength of
1141 nm, which is slightly shifted from the predicted
phase-matching wavelength due to experimental imperfec-
tions. A closer analysis of the results reveals that the SHG
response near 1141 nm no longer depends linearly on the
number of metasurfaces N [Fig. 4(b)]. Instead, the SHG
signals follow superlinear dependence on N (SHG «x N'!7),
confirming that the devices were successfully phase
matched [Fig. 4(c)]. Furthermore, the devices were
successfully phase matched in the challenging backward
direction [37]. Because the SHG emission from the device
L190-1 was markedly weaker than the SHG emissions
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FIG. 4. (a) Predicted and (b) measured SHG emission spectra

from the devices. SHG emission grows with increasing number
of layers N at the phase-matching wavelength of 1135 nm
(1141 nm) for predicted (measured) results. (c) Both the predicted
(red spheres) and experimental (blue triangles) SHG emissions
scale superlinearly as a function of N, resulting in linear fits with
slopes k > 1 on the logarithmic scale.

from the rest of devices, that data point was excluded from
the curve fitting. This difference between the L190-1 and
other devices may be a result of interlayer coupling that is
not present in the single layer device.

We note that the fabricated devices exhibited losses that
were estimated by measuring the transmittance of a single
metasurface to be close to 90% (97%) near the pump (SHG)
wavelengths (see the measured transmittance spectra in the
Supplemental Material [33]). By taking into account the
associated reductions in the intensities for subsequent
metasurfaces [see Eq. (1)], one expects around eightfold
SHG enhancement, which is very close to the enhancement
we measure [Fig. 4(c)].

Next we discuss approaches that could be combined with
the demonstrated methodology in order to further improve
the performance of nonlinear metamaterials. First, an
obvious method would be to increase the number of
metasurface stacks N. However, at some point of increasing

N to values much higher than 5, the surface flatness of the
fabricated metasurfaces may start to be affected. As
discussed previously [38—40], the spin-on-glass planariza-
tion introduces surface roughness of the order of only a few
nanometers for five adjacent layers. According to Ref. [41],
some effort would be required to address this problem for
thicker artificial nonlinear crystals (~20-50 layers and
beyond). Second, the nanoparticle material, shapes, and
dimensions used in this Letter have not yet been optimized
in terms of overall conversion efficiencies. Recent advances
in all-dielectric nonlinear metasurfaces also suggest that
record-high conversion efficiencies could be achieved by
phase matching such structures using this methodology
[42]. Third, looking at Eq. (1) and Fig. 4(c), we see that, in
order to considerably improve the efficiency of future
phase-matched metamaterial devices by further increasing
N, the metasurfaces should be made highly transparent at
the operation wavelengths. Finally, we note that the
conversion efficiency is not the only figure of merit. In
many applications, a more important parameter is the
optical power of the generated light. Here, nonlinear
metasurfaces are a promising technology, because their
fabrication can be scaled up to array sizes that are
compatible with the use of high-power lasers, for example,
by using nanoimprint lithography [43].

In addition to enhancing the overall conversion efficien-
cies of nonlinear metamaterials, this demonstration of
phase-engineered nonlinear metamaterials has several other
fundamental implications. For example, one can envisage
how nonlinear metamaterials could be utilized for adiabatic
frequency conversion, enabling broadband frequency con-
version in nanomaterials [44,45]. Furthermore, this meth-
odology could allow design of more efficient nonlinear
terahertz-emitting metamaterials [46—48]. Finally, the pre-
sented phase-engineering principles apply also for arbitrary
wave fronts. Successful phase matching of nonlinear
processes using complex spatial modes would have appli-
cations in holography and quantum computing [24,28].

To conclude, we have demonstrated how the perfor-
mance of nonlinear metamaterials can be substantially
increased by stacking metasurfaces into three-dimensional
metamaterials. Phase-matching considerations that are
often difficult to fulfill using conventional materials can
be easily solved by controlling the dimensions of the
nanoantennas and the separation between the metasurfaces.
We demonstrated this by phase matching second-harmonic
generation emission from fabricated metamaterials in the
challenging backward direction. We fabricated nonlinear
metamaterial devices consisting of up to five stacked
metasurfaces and demonstrated an order-of-magnitude
increase in the backward-emitted second-harmonic inten-
sities from the devices. Our results open a new paradigm of
phase-engineered three-dimensional nonlinear metamateri-
als that could be used, for example, to realize more efficient
nonlinear metamaterials.
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