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bioactive glass nanoparticles, and clove coating for
enhanced orthopedic applications
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Orthopedic implants, especially titanium (Ti)-based materials, are essential in treating bone and joint

injuries. However, pure Ti and conventional alloys often suffer from poor bioactivity and limited

osseointegration. This study investigates the synthesis of Ti–3Cu alloys, optimized through sintering at

650 °C, 750 °C, and 850 °C, and enhanced by a composite bioactive coating comprising starch,

mesoporous bioactive glass nanoparticles (MBGNs), and clove particles. XRD analysis revealed the

presence of the a-Ti phase, with more pronounced Ti2Cu peaks at 850 °C indicating phase formation

associated with improved mechanical strength and antibacterial efficacy. Mechanical characterization

showed that the substrate sintered at 750 °C exhibited the best combination of properties, with

a microhardness of 91 HV and a density of 3.63 g cm−3, with porosity of 21.34%, a porosity and pore-

size range known to facilitate bone ingrowth while minimizing stress shielding. The composite coating

deposited via electrophoretic deposition (EPD) significantly improved surface wettability, reducing the

contact angle from 133.13° ± 15.51° for the uncoated substrate to 62.67° ± 6.98° for the coated

substrate. Antibacterial tests revealed the clove extracted-coated Ti–3Cu alloy exhibited moderate

inhibition zones of 1.23 cm for Escherichia coli and 1.38 cm for Staphylococcus aureus. Bioactivity

studies showed progressive formation of hydroxyapatite (HA), with a Ca/P ratio increasing from 1.25 on

day 7 to 1.51 on day 21, indicating mature mineralization. Biodegradability testing in simulated body fluid

(SBF) showed that the composite coating degraded 53.71% by day 21. Cytocompatibility tests revealed

enhanced cell viability, with 104.91% cell viability on day 7 for the composite-coated substrate. These

results demonstrate the Ti–3Cu alloy with composite coating, offering improved mechanical properties,

antibacterial activity, bioactivity, and cellular compatibility, has potential in orthopedic applications.
1. Introduction

Orthopedic implants play a crucial role in the treatment of
various bone and joint injuries by restoring functionality to
damaged tissues.1–5 One of the primary objectives in the
orthopedic implant industry is the development of materials
that closely mimic the structure and function of natural bone.6

Among the metals used for this purpose, titanium (Ti) and its
alloys have garnered signicant attention due to their superior
mechanical properties, corrosion resistance, and biocompati-
bility.7 However, the use of pure Ti and its conventional alloys is
oen limited by certain drawbacks, including poor bioactivity
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and mechanical incompatibility with bone tissue, which can
hinder osseointegration.8

The development of porous Ti alloys, particularly Ti–Cu
alloys, has gained increasing interest. These alloys offer
enhanced mechanical strength, resistance to corrosion, and the
ability to mimic the porous structure of natural bone, which
facilitates better integration with surrounding tissues.9 Addi-
tionally, copper (Cu) exhibits antimicrobial activity, making it
particularly suitable for orthopedic applications by preventing
infections associated with implants however, more than 5%
incorporation of Cu can lead to cytotoxic effects.10 Importantly,
literature demonstrates that the incorporation of 3% Cu in the
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To further enhance the biological and surface characteristics
of the Ti–3Cu alloy, a multifunctional bioactive composite
coating comprising starch, mesoporous bioactive glass nano-
particles (MBGNs), and clove extract was developed. Each
component contributes distinct yet complementary function-
alities, and their combination creates a synergistic effect
essential for orthopedic applications. Starch serves as a biode-
gradable polymeric matrix that promotes adhesion, enables
uniform particle dispersion, and provides controlled degrada-
tion. MBGNs, with their mesoporous structure and ion release
capability (Ca2+, Si4+, P5+), enhance mechanical stability and
stimulate hydroxyapatite nucleation, thereby supporting
osteogenesis. Clove extract provides natural antibacterial and
antioxidant properties, and when encapsulated within the
starch–MBGNs matrix, its volatile components are released
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alloys, with homogeneous Ti2Cu precipitates, can achieve >90%
antibacterial rates while maintaining satisfactory mechanical
strength (yield strength ∼775–850 MPa aer aging treatments).
This balance of bioactivity and mechanical integrity underpins
our choice of Ti–3 wt% Cu as the substrate alloy.11

In this study, we focus on the synthesis of Ti–3Cu porous
alloys, using magnesium (Mg) as a space-holder agent to create
the desired porosity. Mg is biodegradable and evaporates
during sintering at high temperatures, leaving behind inter-
connected pores that promote osteoconductivity and improve
the biological performance of the alloy. Moreover, the presence
of porosity not only lightens the implants but also provides sites
for cell adhesion, which is crucial for bone regeneration,
stability, and xation. The resulting porosity (∼21%) falls
within ranges known to reduce stress shielding while still sup-
porting structural strength and bone ingrowth.9



gradually, extending its activity over time. This synergistic
system simultaneously enhances bioactivity, antibacterial
resistance, and coating stability without compromising struc-
tural integrity. The choice of coating components is crucial for
improving the overall implant performance. Starch,
a biopolymer, is known for enhancing the biodegradability and
adhesion properties, serving as a matrix for uniform distribu-
tion of mesoporous bioactive glass nanoparticles (MBGNs) and
clove particles on the substrate surface.12 Although starch can
swell and clove can degrade rapidly in aqueous conditions, the
incorporation of MBGNs forms an inorganic network that limits
excessive water absorption and prevents volatile loss of clove,
improving long-term stability. This composite design also
prevents accelerated corrosion of the Ti–3Cu substrate, as
MBGNs buffer local pH and protect the underlying alloy. These
coatings have the potential to improve the ability of alloy to
promote bone regeneration and integration.13

Several studies have explored the deposition of bioactive
coatings on Ti-based implants to enhance their biological prop-
erties.14 A literature review revealed key ndings regarding the
impact of coating materials and deposition techniques on
implant bioactivity and mechanical performance. For example,
Tao et al. synthesized porous Ti–3Cu alloys at different sintering
temperatures for biomedical applications, demonstrating that
the incorporation of Cu helped suppress bacterial growth.15 In
another study, Prabakaran et al. deposited a composite coating of

hydroxyapatite (HA), starch, and clay which is quite similar to
ours on Ti substrate using electrophoretic deposition (EPD). The
coated substrate exhibited a more negative surface charge,
improved biodegradability, and enhanced osteoblast viability,
differentiation, and calcium mineralization, although the aniti-
bacterial activity was compromised in that study.16,17 Maciag et al.
demonstrated that MBGNs combined with zein coatings on Ti
alloys, deposited through EPD, were able to form an HA layer
when immersed in simulated body uid (SBF), indicating their
bioactive potential.18 Ahmed et al. used EPD to deposit a clove-
zein coating on 316L stainless steel, showing that the coatings
improved hydrophilicity, adhesion, and antibacterial activity
through the sustained release of eugenol from the clove parti-
cles.19,20 However, the use of stainless steel substrates may lead to
ion release and local inammation aer coating degradation,
whereas Ti–3Cu offers superior biocompatibility and corrosion
resistance, making it a safer and more durable choice.

This study aimed to synthesize Ti–3Cu alloy substrates for
orthopedic applications by optimizing the sintering tempera-
tures. We identied the 750 °C condition as optimal, offering
a Ti2Cu-containing structure with balanced mechanical and
porosity characteristics suitable for orthopedic implantation. A
composite coating consisting of starch, MBGNs, and clove
particles was deposited on the Ti–3Cu alloy sintered at 750 °C via
electrophoretic deposition (EPD) at 3.5 V for 5 min, a parameter
set selected from preliminary trials showing uniform coverage
without agglomeration. The deposited coating was characterized
to assess the distribution of particles, surface roughness,
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adhesion quality and biological properties. The in vitro antibac-
terial activity of the coating was assessed by measuring inhibition
zones against Escherichia coli and Staphylococcus aureus.21 The

coated substrates were also evaluated for bioactivity and biode-
gradability.22 Finally, the prepared samples were evaluated for in
vitro cytocompatibility.23 The developed system is specically

Fig. 1 Schematic illustration of the synthesis of Ti–3Cu substrate and MBGNs. The process involves the preparation of suspension, followed by
the deposition of M-starch/MBGNs/clove over the Ti–3Cu substrate through electrophoretic deposition (EPD).

47024 | RSC Adv., 2025, 15, 47021–47035 © 2025 The Author(s). Published by the Royal Society of Chemistry
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intended for load-bearing orthopedic implants, such as bone
xation plates and porous scaffolds, where controlled degrada-
tion, osteointegration, and infection prevention are vital for long-
term performance. The results demonstrate that combining
a moderately porous, mechanically robust Ti–3 wt% Cu substrate
with a novel multi-component starch/MBGN/clove coating yields
enhanced wettability, antibacterial function, HA deposition, and
cytocompatibility, suggesting a promising approach for ortho-
pedic implant materials.

2. Materials and methods
2.1 Materials

Titanium powder, copper powder, and magnesium powder were
purchased from Sigma-Aldrich (St. Louis, MO, USA). Clove powder
was sourced from Ali Express. Other chemical including ethyl
acetate (99.5%), tetraethyl orthosilicate (99%, TEOS), ammonia
solution (33%, NH4OH), hexadecyltrimethylammonium bromide
(98%, CTAB), calcium nitrate tetrahydrate (CaNO3$4H2O), starch,
tetramethylammonium hydroxide solution (25 wt in H2O, TMAH),
acetic acid (99.8%), and ethanol (>99%) were purchased from
Sigma-Aldrich (St. Louis, MO, USA).

2.2 Preparation of porous Ti–3Cu alloys

Porous Ti–3Cu porous pellets were prepared using powder
metallurgy, as reported previously.15 Briey, Ti and Cu powders
were weighed in a 97 : 3 weight ratio and manually blended using
a motor and pestle for 1 h. Subsequently, 5 wt% Mg powder was
added as a space-holder agent and mixed for an additional
30 min. The resulting Ti–3Cu–5Mg powder mixture was com-
pacted into green pellets using uniaxial pressure at 570 Bar for
5 min. The green compacts were placed in an alumina crucible,
sealed inside a quartz tube within a vacuum tube furnace, and
insulated with ber cotton. Aer securing the setup, a vacuum
was applied, and argon gas was introduced. The samples were
sintered using microwave heating at a rate of 10 °C min−1 to
target temperatures of 650 °C, 750 °C, and 850 °C, each held for
20 min. The samples were then furnace-cooled to room temper-
ature. Following sintering, the samples were mounted, then
ground and polished in preparation for the EPD process. A
schematic illustration of the synthesis of porous Ti–3Cu and Ti–
3Cu–5Mg alloys is shown in Fig. 1.

2.3 Synthesis of MBGNs

Mesoporous bioactive glass nanoparticles (MBGNs) were
synthesized using the Stober's process.24 First, 2.24 g of CTAB
was added to 104 mL of deionized water (dH2O), and the
mixture was stirred at 200 rpm for 30 min at 30 °C. Once a foamy
appearance developed, the heat was turned off, and 32 mL of
ethyl acetate was added at room temperature, resulting in
a clear solution. The pH of the solution was adjusted to 9.2
using NH4OH solution. Thereaer, 5.21 g CaNO3 was added to
the solution followed by dropwise addition of 23.04 mL TEOS,
and the mixture was stirred for 4 h. The suspension was le

overnight and then centrifuged at 6000 rpm for 10 min, and the
precipitate was washed with DI water and ethanol. Finally, the

particles were oven-dried at 60 °C for 24 h. A schematic illus-
tration of the synthesis of MBGNs is shown in Fig. 1.

2.4 Modi� cation of starch

To improve the solubility of starch in organic solvents, surface
modication was carried out by dissolving 10 wt% starch in
distilled water at 60 °C.25 Once the starch was fully dissolved, the
heating was turned off, and 60 wt% aqueous TMAH was added
dropwise under vigorous stirring at 1500 rpm. Aer complete
dissolution of TMAH, the pH of the solution was adjusted to 10.5
using NaOH dropwise, and the solution was le to stir for 3–4 h.
Following this, the solution was neutralized by adding acetic acid
and stirred for an additional 2–3 h. The resulting suspension was
then centrifuged at 6000 rpm for 10 min, washed with absolute
ethanol, and dried at 60 °C for 24 h to obtain the modied starch
particles. A schematic illustration of the preparation of modied
starch particles is shown in Fig. 1.

2.5 Preparation of starch/clove/MBGNs suspension

A suspension containing MBGNs, starch, and clove was used for
EPD, following the composition optimized in a previous study.26

First, a starch solution was prepared by dissolving 2 g starch in
10 mL DI water with continuous magnetic stirring at 300 rpm.
Once the starch was gelled, 10 mL of acetic acid was added.
Another solution was prepared by sequentially adding 0.1 g clove
and 0.25 g MBGNs to 30 mL of ethanol, with continuous stirring
to ensure proper dispersion. Aer 30 min of stirring, the solution
was ultrasonicated for 10 min to achieve a more homogeneous
mixture. Once both solutions were ready, the ethanol-based
solution was added dropwise to the starch solution under
continuous stirring to prevent the formation of lumps. The nal
mixture was stirred for an additional 3 h to form stable suspen-
sion with its pH maintained at 2.3. A schematic illustration of the
preparation of suspension is shown in Fig. 1.

2.6 Electrophoretic deposition

Prior to EPD, the surface of the Ti–3Cu substrate was ground
and polished to ensure smoothness and to remove dirt and
debris. The Ti–3Cu substrate was then used as the working
electrode (cathode), while a stainless-steel plate served as the
counter electrode connected to a KPS6010D Wanptek DC power
supply and immersed in the prepared suspension (starch, clove,
MBGNs). A voltage of 3.5 V was applied, causing the positively
charged particles in the suspension to migrate toward the
cathode and deposit onto the Ti–3Cu substrate. The deposition
process was carried out at room temperature for 5 min. These
parameters were chosen based on preliminary trials that

Table 1 The yield of the deposited coating is listed below

Sample Initial weight Final weight %Yield

1 2.014 2.047 1.639
2 2.064 2.098 1.647
3 2.055 2.089 1.65

Avg = 1.647

© 2025 The Author(s). Published by the Royal Society of Chemistry RSC Adv., 2025, 15, 47021–47035 | 47025
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produced the consistently yielded uniform and adherent
coating (Table 1).27 All tests were performed in triplicate and
standard deviations are reported. The yield of the deposited
particles was calculated using eqn (1).27

Yieldð%Þ ¼
Final weight � Initial weight

Initial weight
� 100 (1)

2.7 Characterization

Optical microscopy (OLYMPUS, Japan) was used to examine the
porous structure of Ti–3Cu alloys. The surface morphology and
elemental composition of prepared alloys, starch particles, and
MBGNs were analyzed through scanning electron microscope
(SEM) coupled with energy-dispersive X-ray spectroscopy (EDX,
ZEISS instrument, EVO15, UK).28–30 X-ray diffraction (XRD,
AXRD LPD, Proto, UK) was performed to identify the phase
composition of Ti–3Cu substrates sintered at 650 °C, 750 °C,
and 850 °C. X-ray intensity was recorded against 2q using CuKa

radiation over a scanning range of 10° to 90°.31,32 To further
analyze the chemical composition of starch, M-starch, MBGNs,
clove, and the composite-coated substrate, Fourier-transform
infrared spectroscopy (ATR-FTIR, ThermoFisher Nicolet
Summit Pro) was conducted. The crystal platform was cleaned
with 99% ethanol, and background noise was removed using
OMNIC Paradigm soware. The sample was placed on the
crystal with a spatula, secured using the knob, and scanned in
absorbance mode.31,32

2.8 Microhardness and density

Microhardness testing was carried out using a Tukon hardness
tester (Wilson instruments Inc., New York, USA). Briey, 5
indentations were made on each sintered Ti–3Cu sample using
a diamond indenter under a 50 g load. The sintered density and
theoretical density of the sintered samples were determined
using eqn (2) and (3), respectively.

Sintered densityðr sÞ ¼
Mass

Volume
(2)

Theoretical densityðr TÞ ¼
�

%Cu

r Cu

�
þ

�
%Ti

r Ti

�
þ

�
%Mg

r Mg

�
(3)

2.9 Surface roughness and porosity

A prolometer was used to assess surface roughness. The stylus
was drawn along a 1 cm line on the coated surface, and average
roughness (Ra) was recorded.33 The volume of the Ti–3Cu
substrates was determined using a helium Pycnometer
(InstruQuest, USA). Helium gas was used to measure the volume
of the empty chamber and then the volume with the sample.
The difference between the two values yielded to the actual
volume of the substrate. The sample mass was measured using
a prevision weighing machine, and both values were used to
calculate density. The porosity of sintered samples was deter-
mined using eqn (4).

Porosityð%Þ ¼1 �
r s

r T

� 100 (4)

2.10 Surface wettability and adhesion testing

Wettability was assessed by placing a 5 mL drop of distilled water
on both uncoated and coated Ti–3Cu substrates at ve different
points. Aer 10 s, images of the drops were captured at drop
level, and contact angles were measured using ImageJ soware.
Adhesion strength of the coatings was evaluated via a cross-cut
tape test according to ASTM standard D3359.34 A crosshatch
pattern was made using a cutter, followed by application and
removal of adhesive tape. The surface was examined under an
optical microscope before and aer the test to assess coating
removal.35

2.11 Antibacterial activity and in vitro bioactivity

The antibacterial activity of sintered samples, clove, and coated
samples was measured on solid agar plates through disc
diffusion assay (DDA) against Escherichia coli and Staphylo-
coccus aureus, cultured on respective growth media. Briey, all
samples were cut into 13 mm diameter disc-shaped, freeze-
dried, and sterilized. Thereaer, fresh precultures of both
bacterial strains were spread on separate agar plates, and the
discs were placed on top and incubated at 37 °C for 24 h.
Finally, the inhibition zones were measured. To assess the
bioactivity, coated substrate was immersed in 30 mL of simu-
lated body uid (SBF), prepared following Kokobu's protocol
(pH 7.4), and incubated at 37 °C with shaking at 150 rpm for 7,
14, and 21 days (BioBase, China). Aer each time point, the
samples were washed with distilled water, dried, and examined
using SEM.36

2.12 Cytocompatibility testing

Cytocompatibility was evaluated using MG-63 osteoblast cells
(CRL1427, ATCC, Manassas, VA) and the WST-8 assay.37 Disc-
shaped Ti–3Cu and M-starch/MBGNs/clove-coated samples
were sterilized under UV light for 1 h and used in 24-well plates.
A 316L SS was used as a control. Briey, cells were cultured in
Dulbecco's modied Eagle's medium (DMEM, Gibco) supple-
mented with 10% fetal bovine serum (FBS, Gibco) and 1%
penicillin/streptomycin (Gibco), incubated in a CO2 incubator
(NUAIRE) at 37 °C until 80–90% conuence was reached. Aer
incubation, cells were washed with phosphate-buffered saline
(PBS, Gibco), detached using trypsin–EDTA (Gibco), stained
with trypan blue (Sigma-Aldrich, St. Louis, MO, USA), and
counted using a hemocytometer. The sterilized samples were
seeded with a 105 cells per mL and incubated with at 37 °C, 5%
CO2, and >85% humidity for 48 h.38 Cell viability was assessed
using the WST-8 assay (Cell counting Kit 8, Sigma-Aldrich, St.
Louis, MO, USA). Aer incubation, the cell culture medium was
replaced with 400 mL fresh DMEM containing 1% WST-8
reagent. Absorbance was measured, and control samples were
considered 100% viable.39

2.13 Statistical analysis

All experimental data are presented as mean ± standard devi-
ation (SD) based on three independent trials and statistically
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analyzed using one-way analysis of variance (ANOVA), with
signicance set at p < 0.05.

3. Results and discussion
3.1 Structural properties and mechanical strength of Ti–3Cu
substrate

An X-ray diffraction (XRD) analysis was conducted to identify
the phases present in Ti–3Cu substrates sintered at 650 °C, 750 °
C, and 850 °C (Fig. 2A). The results revealed the dominant
presence of a-Ti phases at 35.3°, 38.4°, 40.4°, 53.1°, 63.2°, 70.6°,
76.3°, and 77.6° (JCPDS-ICDD, 44-1294) across all sintering
temperatures.15 Notably, no peaks corresponding to Mg were
observed, conrming the complete evaporation of Mg, which
was used as a space holder during the sintering process. This
indicates the successful removal of the space holder, facilitating
the formation of the porous structure. Copper diffraction peaks
were also absent due to the low copper content (less than 5%).

However, the intensity of Ti2Cu diffraction peaks increased
progressively with higher sintering temperatures. At 850 °C, two
distinct peaks for Ti2Cu were observed at 39.7° and 43.4°, sug-
gesting an increase in the Ti2Cu phase content with the rising
sintering temperature. The presence of Ti2Cu has been reported
to strengthen the substrate through dispersion hardening and
improved load transfer across the a-Ti matrix; however, exces-
sive Ti2Cu precipitation may increase brittleness, which must
be carefully balanced for biomedical applications to maintain
structural integrity under physiological loading.

Microhardness, density, and porosity were measured to
evaluate the mechanical and structural properties of Ti–3Cu
substrate sintered at 650 °C, 750 °C, and 850 °C (Fig. 2B and C).
These properties are essential for assessing implant function-
ality and bone regeneration, as both strength and moderate
porosity are crucial factors. The microhardness values showed
a steady increase with higher sintering temperatures (Fig. 2B).
The substrate sintered at 650 °C had a microhardness of 85 HV,

Fig. 2 (A) XRD patterns, (B) microhardness, and (C) density and porosity of Ti–3Cu substrates sintered at 650 °C, 750 °C, and 850 °C.

© 2025 The Author(s). Published by the Royal Society of Chemistry RSC Adv., 2025, 15, 47021–47035 | 47027
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while the one sintered at 750 °C showed 91 HV. At 850 °C, the
highest microhardness of 110 HV at 50 g was achieved, which
can be attributed to the reduced porosity and enhanced densi-
cation at higher sintering temperatures. This results in
a stronger structure that is more resilient to mechanical
stresses.15 Statistical analysis conrmed that the differences in
hardness and density values across the sintering temperatures
were signicant (p < 0.05). The density and porosity result
further validate the trend observed in the microhardness data
(Fig. 2C). At 650 °C, the substrate had a density of 3.46 g cm−3

and the hiresultosity of 24.98%. When sintered at 750 °C, the
density increased to 3.63 g cm−3, and the porosity decreased to
21.34%. At 850 °C, the lowest porosity of 17.69% and the
highest density of 3.80 g cm−3 were observed. These results
indicate that as the sintering temperature increases, the
densication of the substrate also increases, leading to lower
porosity and higher mechanical strength, which is ideal for
load-bearing applications. However, orthopedic implants also
require interconnected pores within the ideal 100–400 mm range
for bone ingrowth. At 650 °C, although pore sizes were larger,
the mechanical strength was insufficient, while at 850 °C, the
smaller pore sizes (<100 mm) are less favorable for osteo-
conduction. The 750 °C sample provided ∼90 mm average pore
size with interconnected morphology, a moderate porosity
(∼21%), and sufficient mechanical strength, offering an
optimal balance between load-bearing capability and osteoin-
tegration potential. This pore structure also facilitates coating

adherence and mechanical interlocking of the M-starch/
MBGNs/clove layer, enhancing long-term stability under cyclic
loading.40

Optical microscopy and SEM analysis were conducted to
examine the microstructure of the synthesized sintered Ti–3Cu
substrates. Optical images clearly show the presence of pores,
which were created using Mg as a space holder agent in the
sintered substrates at 650 °C, 750 °C, and 850 °C (Fig. 3a1–a3). A
notable observation is the progressive reduction in pore size
with increasing sintering temperature: approximately 145 mm at
650 °C, 90 mm at 750 °C, and 55 mm at 850 °C. Specically, the
substrates sintered at 650 °C exhibited larger, interconnected
pores, while those sintered at 750 °C and 850 °C showed
a gradual decrease in pore size. The substrate which was sin-
tered at higher temperatures also exhibited more distinct, well-
formed pores. The reduction in pore size with increased
temperature can be attributed to enhanced densication,
leading to more compact substrates. Additionally, the presence
of small pores, resulting from interparticle gaps, decreased as
the sintering temperature increased. Importantly, inter-
connectivity was still preserved in the 750 °C samples, which is
critical for nutrient transport and bone tissue ingrowth. Further
SEM analysis, combined with EDX, was performed to conrm
the presence of phases. It was conrmed that Mg was
completely evaporated from the substrates.15 At 650 °C (Fig. 3b1
and b2), a few white-colored particles were detected on the
surface of the substrate. The number of these white particles

Fig. 3 Optical microscope images of Ti–3Cu substrate sintered at (a1) 650 °C, (a2), 750 °C, and (a3) 850 °C. SEM images and color mapping of
Ti–3Cu substrates sintered at (b1–b4) 650 °C, (c1–c4) 750 °C, and (d1–d4) 850 °C.
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increased in the substrate sintered at 750 °C (Fig. 3c1 and c2),
and at 850 °C, the entire surface was covered with particles
(Fig. 3d1 and d2). Color mapping of the substrates (Fig. 3b4, c4
and d4) conrmed the presence of Cu in these white particles,
indicating the formation of the Ti2Cu phase within the a-Ti
matrix (Fig. 3b3, c3 and d3).

3.2 Structural and physiological properties of coated Ti–3Cu
substrate

Based on phases, microstructure, and mechanical analyses of
substrates, sintered at 650 °C, 750 °C and 850 °C, the 750 °C
substrate was selected for further study. The 650 °C substrate
was too porous and lacked sufficient strength to support body
weight, while the 850 °C substrate had a few pores and posed
a risk of stress shielding due to its high strength and hardness.

Based on the SEM images, the synthesized MBGNs exhibit
a uniform size distribution, with diameters ranging from 80 to
90 nm. This consistent particle size is crucial for ensuring
reliable performance in orthopedic implants (Fig. 4a1 and a2).
Elemental mapping further conrmed the presence of Si, Ca,
and O in the MBGNs (Fig. 4a3–a5). In contrast, the SEM images
of the starch particles revealed signicantly larger sizes, in the
micrometer range. Elemental mapping indicates the presence
of C and O in these particles (Fig. 4b1–b3). The combined use of
starch, MBGNs, and clove provides a synergistic multifunc-
tional coating: starch serves as the biodegradable polymeric
matrix offering strong adhesion and exibility; MBGNs

introduce controlled ion release and bioactivity through Ca–Si–
P dissolution, while clove imparts natural antibacterial and
antioxidant effects. Together, these components form
a mechanically stable and biologically active coating layer,
where MBGNs' inorganic framework reinforces the polymer
matrix, minimizing early degradation of starch or volatilization
of clove and ensuring coating integrity over several weeks of
physiological exposure.

SEM analysis of the M-starch/MBGNs/clove composite-
coated substrate conrmed the successful and uniform depo-
sition of the synthesized MBGNs, along with starch and clove
particles, across the entire surface (Fig. 4c1). The particles were
not only uniformly distributed on the surface but also pene-
trated into the pores of the substrate (Fig. 4c2 and c3). The
coating thickness, measured from a cross-sectional image, was
13.78 mm (Fig. 4c4). Elemental mapping of the coating substrate
conrmed the presence of all expected element, Si, Ca, C, and O,
indicating the successful deposition of all components
(Fig. 4c5–c8). The integration of the coating within the porous
architecture enhances its mechanical anchoring, helping resist
delamination under physiological loads. Moreover, MBGNs act
as a buffering agent, preventing any potential acidication from
starch degradation or eugenol oxidation, thereby reducing
corrosion risk for Ti–3Cu. The inltration of bioactive nano-
particles into the pores increases the surface area, which is
benecial for osteoblast attachment and may contribute to
faster bone regeneration.41

Fig. 4 SEM and elemental analysis performed of MBGNs, (b1–b3) M-starch particles, and (c1–c8) M-starch/MBGNs/clove composite-coated Ti–
3Cu substrates.
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